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Annotation: The structural-phase conditions of the TiNi alloy surface layers with the Molybdenum coatings with thickness (200 nm and (400 nm deposited by the magnetron sputtering technic, the special feature of the atomic crystalline structure of the phases in the coating, transition layers and adjacent to them the TiNi surface layers have been investigated by the method of X-ray diffraction analysis in the work. It is revealed that the composition layers appeared as a result the deposition of molybdenum coating are formed as a gradient structure from the phases with the BCC-lattice.
В работе методом рентгеноструктурного анализа исследованы структурно-фазовые состояния в поверхностных слоях никелида титана с покрытиями из молибдена толщиной (200 нм и (400 нм, полученными методом магнетронного осаждения, а также особенности тонкой атомно-кристаллической структуры материалов покрытия, переходных слоев и прилежащих к ним слоев никелида титана. Выявлено, что композиционные слои, которые возникают в результате осаждения покрытия из молибдена, можно описать в виде градиентной субмикрокристаллической структуры из фаз с ОЦК кристаллической решеткой. Переход от одного слоя к другому, нижележащему слою, сопровождается изменением параметра решетки той фазы, которая является его основой, что обеспечивает сопряжение структур и сплошность композиций «покрытие/основа из TiNi».
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